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1.0 MARY
While sapphire-fiber-reinforced nickel aluminide (Al;0:/NiAl) composites are an attractive

candidate for high-temperature structures, the significant difference in the coefficient of thermal
expansion between the NiAl matrix and the sapphire fiber creates substantial residual stresses in
the composite. This study seeks to produce two fiber-coating systems with the potential to
reduce the residual stresses in the sapphire/NiAl composite system. The fiber coatings selected for
this program were molybdenum and an Al,O;-NiAl functionally gradient material (FGM).
Molybdenum was selected as a candidate compliant layer, which would plastically deform to
reduce the strain between the fiber and matrix. The FGM interface was selected as a
compensating layer in which the gradual change in composition between the fiber and matrix

would distribute the thermal strain across a larger area.

Chemical vapor deposition (CVD) was used to produce both the compensating and compliant
fiber coatings for use in sapphire/NiAl composites. A special reactor was designed and built to
produce the FGM and to handle the toxic nickel precursors. While some success was achieved in
the deposition of NiAl by metalorganic CVD techniques, the process was not repeatable, and the
FGM effort was dropped. In place of the FGM, CVD nickel coatings, approximately 3-um, 5-
pm, and 10-um thick, were produced in a batch reactor. The nickel-coated fiber was then over-

coated with yttria (Y,0s), using a solution process, to prevent reaction between the NiAl matrix

and the nickel during consolidation.

The molybdenum coatings were deposited using a two-step process. A Mo-0-C layer was first

deposited from molybdenum hexacarbonyl, and then in a separate operation, this was reduced in
hydrogen to form molybdenum. This process was successfully used to produce 500-foot lengths
of fiber with coating thicknesses of approximately 3 pm, 5 pm, and 10 pm. Both the nickel- and

molybdenum-coated fibers were delivered to NASA for testing and evaluation.



2.0 INTRODUCTION
The B2 intermetallic compound, nickel aluminide (NiAl), is being considered for a variety of high-
temperature applications, ranging from chemical-processing equipment to gas-turbine engine
components. The diversity of the potential applications for NiAl stems from its uncommon blend
of high-melting temperature, high-specific mechanical properties, oxidation resistance, and high-
temperature toughness. As is the case with many intermetallic compounds, NiAl is brittle at room
temperature but exhibits a brittle-to-ductile-transition temperature (BDTT) of approximately
550K. This high-temperation transition from brittle to ductile behavior presents a barrier to the

use of NiAl components because of a limited damage tolerance at ambient temperature.

To address the concerns with its high-temperature strength and low-temperature toughness, the
addition of continuous-fiber reinforcements to NiAl have been investigated. Several investigators
(1-7) have evaluated the mechanical properties of NiAl-matrix composites reinforced with
'tungsten (W), molybdenum (Mo), or sapphire (Al;0s) fibers, and they found a strong
correspondence in the strength of the composite to the strength of the fiber-matrix bond. The
greatest strengthening of NiAl-matrix composites was achieved using either Mo or W fibers
(1,2,5-7), with the Mo retaining ductility and providing some additional toughness to the
composite (2,7). While the W and Mo fibers do strengthen the NiAl matrix, their high densities

and poor oxidation resistance make their use in a commercial composite system highly unlikely.

The studies evaluating Al,O; fibers concluded that the weak bond strength between the Al,O;
fiber and NiAl matrix may provide toughening at room temperature, but the fibers did not
contribute as much as predicted to the strength of the composite (4-7). While the AlO3-
reinforced NiAl has a higher specific tensile strength than the W-reinforced system (6), it has been
found (3) that the Al,O; fiber may completely debond from the NiAl matrix at temperatures of
approximately 900K . This suggests that only the clamping forces, caused by the coefficient of

thermal expansion (CTE) mismatch between the fiber and matrix, provide load transfer to the

fiber at lower temperatures.



Recently Bowman (2) has found that a dramatic increase in bond strength between the AlO;
fiber and the NiAl matrix can be achieved by eliminating the organic binders from the matrix-
powder cloth. The strength of the Al;O3/NiAl interface was evaluated using a fiber push-out test
which can apply loads of up to 280 MPa to the fiber. Using the fiber push-out process, the
Al,O3/NiAl composites fabricated by Bowman, using the standard powder cloth method, had a
room temperature interfacial strength ranging from 30 MPa to 100 MPa, while the composites
fabricated without a binder had strengths of over 280 MPa. Just as importantly, the interfacial
strength of the binder-free composite was retained after 1000 thermal cycles between 400K and
1300K. While this simple modification of the powder metallurgy process for Al;,0,/NiAl

composites addresses the poor fiber-matrix bond strength of these composites, other limitations

remain.

2.1 Limitations of Continuous Fiber Composites

Two major hurdles for the continued development of Al,03/NiAl composites are their poor
toughness below the BDTT of the matrix and the residual stresses due to the large thermal-
expansion mismatch between the Al,O; fiber and NiAl matrix. Bowman (2) found that even the
weakly bonded Al,03/NiAl composites, in which toughening by fiber pull-out may be expected,
failed in a brittle manner. He proposed that critical defects were introduced into the brittle NiAl

matrix when the Al,O; fibers failed. This low toughness must be addressed before Al;O3/NiAl

composites can be applied in aerospace structures.

The other unresolved issues are the large residual stresses (radial, axial, and circumferential)
present in the Al,Os/NiAl system. These stresses are produced on cooling the composite from the
consolidation temperature of approximately 1473K. The CTE of NiAl is approximately 16 x 10°
S/K, while that of Al,Oj; is between 8 x 10%/K and 9 x 10/K in the axial and radial directions,
respectively. The residual stresses in the Al,03/NiAl system have been the focus of several studies
(8-11). Wright (8) measured the residual thermal strains in the Al;Os/NiAl system using neutron
diffraction, and he found matrix strains of 0.0014 in the longitudinal and 0.0004 in the transverse
directions. Using a NiAl modulus of 200 GPa, these strains correlate to stresses of 350 MPa

longitudinal and -100 MPa transverse. This longitudinai stress is greater than the reported room-
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temperature yield stress for NiAl (approximately 120 MPa) (12). In tensile testing of Al,0s/NiAl
composites, Bowman (2) found a change in modulus of the composites at approximately 60 MPa,
which translates to a matrix stress of only 41 MPa. After metallographic examination of the

samples, he proposed that the reduced yield point of the matrix was the result of residual stresses

in the matrix.

2 Fiber Coatin iAl Composi
A recent topic of high interest has been the use of fiber coatings to modify the residual stress of a
composite. Numerous studies (10,11,13-18) have been performed to develop models to predict
both the residual stress state in composites and the effect of fiber coatings on the residual stress
using a variety of micromechanical methods. The models used in these studies are usually based
on concentric cylinders. Others (8-11,19,20) have measured the residual stresses in intermetallic
composites. Two basic premises (13-18) for reducing the residual stress have emerged from these
efforts. The consensus is that the use of a compliant- and/or compensating-fiber coating should
reduce the CTE-generated, residual stresses in composites. A compliant-fiber coating
accommodates the CTE-mismatch strain through plastic deformation, so a compliant layer should
have a low-yield stress and exhibit low-work hardening. A compensating layer is, generally, a
material with a higher CTE than either the matrix or fiber. Thus, on cooling from the
consolidation temperature, the fiber coating would shrink more than the matrix and the fiber and

reduce the residual stress. In both cases the fiber coating thickness must be optimized for the

particular composite system.

As an example of the expected change in residual stress state through the use of fiber coatings, the
work of Amold (15) and Misra (3) will be briefly discussed. Both studies examined the axial,
radial, and circumferential stresses in different composite systems. Amnold examined a TisAl + Nb
alloy reinforced with SiC fibers. To reduce the residual stresses of this composite system, fiber
coatings of Cu (compensating), Nb (compliant), and Cu/Nb were modeled. These coatings
significantly reduced the tensile stresses adjacent to the fiber, with the compensating coating
having the greatest effect. This residual stress reduction would be expected to improve the
thermomechanical fatigue behavior of the composite system.
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Misra (3) evaluated the effect of fiber coatings for the Al;03/NiAl system and summarized his
results for the axial, radial, and circumferential stresses in a chart (Figure 1). The high-thermal
expansion of NiAl and its reactivity (21) limit the choice of materials for compensating and
compliant layers. The candidate coating materials listed in Figure 1 provide only a small reduction
in residual stress of the composite. Misra also proposes the use of an 8- um to 10-pm coating of

Mo to enhance the room temperature toughness of the Al,03/NiAl
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Figure 1. Predicted Residual Stresses in Sapphire/NiAl
system. His work also showed an increase in the debond stress and frictional-shear stress for Mo-
coated sapphire versus uncoated fiber in NiAl composites. The debond stress and frictional-shear
stress measured by Misra (3) were 110 MPa and 65 MPa, respectively, for the Mo-coated fiber,
while the uncoated fiber had values of 58 MPa and 48 MPa, respectively.

After reviewing the available information, molybdenum and an Al;O;-NiAl functionally-gradient
material (FGM) were selected for development and production in this program because of their
potential to reduce the residual stresses in the sapphire/NiAl composite systems. Molybdenum is
an example of a compliant layer, which may deform to reduce the strain between the fiber and

matrix. The FGM may act as a compensating layer in which the gradual change in composition
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between the fiber and matrix distributes the thermal strain across a larger volume. Both of these

coating systems were deposited by chemical vapor deposition.

2.3 Fiber Coating by Chemical Vapor Deposition

A key aspect in the development of any interfacial coating is that the fiber must retain its strength
after the coating has been applied. Many chemical vapor deposition (CVD) reactions utilize
precursors that contain halides and produce by-products such as HCl and HF. The HCI and HF
by-products have been shown to etch the sapphire-fiber surface and significantly degrade its
strength. Thus, the use of metallorganic precursors was specifically proposed for this effort. The
other goal set forth for this effort was to evaluate three thicknesses of both the compliant- and
compensating-interfacial coatings. Molybdenum was selected as the compliant-layer material
since NASA had promising recent results with this material (2,3,7). We had proposed several
candidate compensating coating systems for possible use in this project, and NASA selected the
FGM option for this effort, even though they previously had disappointing results when sputteﬁng
was used to make a pseudo-FGM coatings (22). Both interface systems were to be deposited as
3-pm, 5-pm, and 10-pum coatings on sapphire fiber. All CVD coatings were to be deposited in
hot-wall reactors specifically designed for coating continuous fibers. Deposition of the
molybdenum coatings was performed in one of BIRL’s standard fiber-coating reactors, while the
FGM experiments were performed using a system specifically designed for this project. The FGM

system was installed in a walk-in hood because of the safety requirements for working with

volatile nickel compounds.

.3.1 CVD Molybdenum

Molybdenum is commonly deposited by CVD from either its pentachloride or hexaflouride-
compound, but these materials would not be suitable for this effort because of the potential of
fiber degradation by the halide by-products. While not as widely used as the halide processes,
molybdenum is also deposited by CVD using the carbonyl reaction (23-33). A comprehensive
study of this process was performed by Lander and Germer (29). The molybdenum hexacarbonyl

(MHC) reaction, shown in Equation 1, appears straight forward:



1) MO(CO)g(!) — Moy, + GCO(S)

but several side reactions occur which limit the deposition envelope that produces pure metal.
The primary side reaction is the disproportionation of CO to carbon and CO; (29,30). Without
careful control of the carbonyl partial pressure, molybdenum carbide and/or molybdenum oxide
may be deposited instead of the metal (27,29,30). The formation of oxycarbides has also been

reported (31).

To control the incorporation of carbon and oxygen, additions of water vapor, hydrogen, CO,, and
H,S have all been used with varying degrees of success (29). The deposition reaction occurs in
the temperature range of 473K to 1073K, with carbon and oxygen incorporation at lower
temperatures above 773K (29). Initial thermodynamic modeling, using the on-line F acility for the
Analysis of Chemical Thermodynamics (F*A*C*T) (34), of the MHC process was performed for
this project. The modeling confirmed the results of the cited studies, and indicated that CO partial
pressures of less than 150 Pa are necessary to produce Mo directly from MHC. The conditions
identified from this modeling effort were used as the starting point for the development of
processing conditions for Mo coatings on the sapphire fibers. Once optimized deposition

conditions were identified, sapphire fiber samples were then to be coated with 3 pum, 5 pm, and 10

um of Mo.

2.3.2 Functionally Gradient Material

Typically, a compensating layer will have a coefficient of thermal expansion higher than either the
matrix or the fiber and, thus, reduce the residual stresses in the composite. After discussions with
NASA personnel, it was decided that a FGM consisting of Al;0;-NiAl may act as a compensating
layer for the Al;03/NiAl composites. It was thought that forming the Al,0;-NiAl FGM, with the
AL, 05 adjacent to the fiber, would eliminate the abrupt CTE change between the fiber and the
matrix and, therefore, reduce the residual-stress gradient in the composite. Only a few studies
(35-37) have been reported on FGM coatings produced by CVD, and they dealt solely with the C-

SiC system which has only a single deposition variable.



After examining potential deposition routes to the Al;0;-NiAl FGM, two potentially independent

deposition reactions, shown in Equations 2 and 3, were utilized:
2) 2AI(OC3Hi)g — AlLO3, + 3C3H;0H,, + 3C3Hgy
3)  Ni(CsHs)ag + Al(CHy)sy — NiAly + Gy

Excess hydrogen was added in both reactions to suppress the decomposition of the hydrocarbon
by-products. While the aluminum isopropoxide reaction (Equation 2) is used widely (38-44) to
deposit alumina at temperatures from 523K to 1173K, a polycrystalline-alumina coating adjacent
to the fiber was expected to degrade the fiber strength. The first task in this portion of the project

was to produce 100 feet of alumina-coated sapphire for NASA evaluation.

No studies were found where NiAl had been formed by CVD using only gaseous precursors. -
Instead, all references found on the deposition of NiAl coatings by CVD referred to the formation
of aluminide conversion coatings on nickel or superalloy substrates (45,46) using aluminum
chlorides. In this project, nickelocene (Ni(CsHs);) was selected as the nickel precursor. Several
studies (47-49) have used nickelocene to produce nickel films at temperatures from 573K to
773K. Nickel carbonyl was considered for this effort, but it is highly toxic and its greater
volatility presented serious safety concerns. It was projected that deposition of Ni with Al, from
tri-isobutyl aluminum, (Equation 3) at temperatures of 673K to 773K will either form NiAl
directly, or by depositing Ni and Al in the correct ratio they will react to form NiAl if heated
above approximately 933K. Thermodynamic modeling using the F*A*C*T system verified that
the direct deposition of NiAl at temperatures above 500K was thermodynamically possible.

As with the molybdenum reaction, all precursors for the FGM were metallorganics and contained
no halides. The largest assumption in this project was that these reactions would proceed along
independent mechanisms. If the reactions did interact, a range of other reaction products,
includihg NiO, and NiAL,O,, were possible. To minimize the risk involved in the development of
the FGM, it was decided to perform three sequential efforts: 1) demonstrate polycrystalline
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alumina on sapphire, 2) demonstrate CVD NiAl, and 3) develop AL,O3;-NiAl FGM. After
developing CVD parameters, sampies of sapphire fiber were to be coated with 3-um, 5-um, and
10-pm layers of the FGM.

3.0 RESULTS AND DISCUSSION
3.1 Molybdenum Fiber Coatings

3.1.1 Experimental System

The continuous fiber-coating system used for the molybdenum coating task is shown
schematically in Figure 2. This system is used to coat both monofilament and multifilament fibers,
and it can process up to three fibers simultaneously. The three-zone furnace is capable of 1473K,
and each zone has its own temperature controller. Gas flows and pressures were controlled using
standard MKS process control equipment, such as mass flow meters and capacitance manometers.
The water-vapor transport was controlled using a bubbler equipped with a pressure-control loop,
which kept the pressure within the bubbler constant throughout the process. The MHC was -
loaded into a fluidized-bed sublimator. The temperature of the sublimator and the flow of carrier-
gas flow rate were used to control the transport of the MHC. Argon was used as the carrier gas
for both the MHC and water. An argon purge into each end chamber kept these enclosures at a
pressure higher than the deposition section, which prevented contamination of the fiber and fiber-
handling equipment by the MHC and its by-products. The pumping system consisted of an
Edwards M40 equipped with a roots-type blower, which was backed by a venturi to draw the
gases into a scrubbing system. The reactor-exhaust line contained several traps to collect
condensable materials before they reached the pumping system. The fiber-winding system

provided for independent speed and winding-pitch control for each channel.
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Figure 2. Schematic of CVD Molybdenum Reactor
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Deposition Trials
Initial tests focused on determining the temperature and carrier-gas flow effects on the MHC
transport rate from the fluid-bed sublimator. Under conditions of ambient temperature (293K),
670 Pa (5 torr) sublimator pressure, and 0.5 standard-liters-per-minute (SLPM) flow of argon
carrier gas, approximately 8.5 grams of MHC were transported in 75 minutes. At 323K, 0.5
SLPM argon, and 4.4 KPa (33 torr) sublimator pressure, approximately 3.9 grams of MHC were
transported in 30 minutes. Using the vapor pressure curve from Lander and Germer (29), these
values correspond to a fluid-bed sublimator efficiency of approximately 63 percent. This

efficiency was used to calculate MHC partial pressures and precursor ratios for all remaining

processing runs.

Initial deposition runs focused on trying to form Mo directly from the MHC. From the literature
review and our own thermodynamic calculations, it was determined that a partial pressure of
carbon monoxide (pCO) of less than 150 Pa was required to deposit Mo. A series of static runs
were performed at temperatures of 773K (500°C) and 873K (600°C) and pCO values ranging
from 0.33 Pa to 550 Pa (2.5 x 107 torr to 4.1 torr) to screen the behavior of the MHC. Sections
of the fibers coated in these runs are shown in Figures 3 - 5. Sample 195-21-1B was produced in
a 30-minute run at a pCO of 0.33 Pa resulting in a coating (Figure 3) approximately 10-pm thick
with a moderately smooth morphology. The coating apparently had significant residual stresses,
since it cracked axially along the fiber. The MHC flow and pCO (to 2 Pa) were increased for Run
195-21-2 and the growth rate increased significantly, with a 40 pm coating (Figure 4) produced in
the 15-minute run. Sample 195-21-5B, at a processing temperature of 873K and a pCo of 550
Pa, yielded a rough and columnar coating over 100-um thick (Figure 5) in 15 minutes.
Preliminary screening of these coatings, using Vickers hardness testing, revealed hardness
numbers ranging from 300 to over 850. These values indicated that the coatings contained
significant amounts of either molybdenum oxides or molybdenum carbides, since pure Mo has a
Vickers hardness value of approximately 200. The oxide or carbide phases were likely produced

by the disproportionation of CO as described previously.
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Figure 3. 10 um Coating from Sample 195-21-1B

The coating rates achieved at the lower pCO levels, which were necessary to produce purer Mo
coatings, were not suitable for the production of the hundreds of feet of continuous fiber desired
for this program. This realization, and the results of Lander and Germer, led to the addition of
water vapor to the reactant stream. If the amount of water vapor added to the gas stream could
be balanced with the disproportionation reaction of CO, the water would prevent the formation of
carbides in the coating. Calculations using F*A*C*T showed that, theoretically, the water vapor
level could be adjusted to produce Mo. However, in our experiments, there was enough
variability to the flow of the MHC that we could not obtain a purely metallic deposit. Sample
195-25-1 (Figure 6) was produced at 773 using carrier gas flows of 0.5 SLPM and 0.1 SLPM of
Ar through the fluid-bed MHC sublimator and the water bubbler, respectively.
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Figure 5. Sample 195-21-5B Produced at 873K
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Energy dispersive spectroscopy (EDS) of this 67-um thick coating revealed only Mo, but this
analysis technique can not detect elements below sodium (Z=11). When this sample was heat
treated in vacuum at 1273K, the coating sublimed from the fiber, which indicated that the coating
contained significant amounts of oxygen. Run 195-25-4 was made at 873K, with an additional
2.1 SLPM Ar as a dilutant, and produced a coating of only 7 pm (Figure 7). This coating was
analyzed using Auger electron spectroscopy (AES) (Figure 8), which revealed Mo, oxygen, and

minor amounts of carbon and nitrogen.

Figure 6. Sample 195-25-1 Produced at 773K
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Figure 8. Auger Analysis of Sample 195-25-4
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Several more attempts were made to produce a Mo coating using just the MHC. A typical
éxa.mple was Sample 195-29-2. This coating was produced at 773K, using 0.5 SLPM of Ar
through the sublimator and a pCO of 35 Pa (0.26 torr). X-ray diffraction (XRD) analysis of this
coating (Figure 9) revealed predominantly Mo.C, and, possibly, a minor amount of Mo. When
similar runs were made at 673K, only amorphous coatings were produced. Sample 195-33-1 was
typical of this result, as can be seen by the XRD spectra for this sample (Figure 10). The peak
counts for this sample were very low and had no recognizable pattern, but some of the peaks can
be approximated to the compounds Mo-O-C, Mo-O, and Mo-C. However, the coating thickness
was sufficient to shield the sapphire fiber from the x-ray beam, which typically yields a strong
response of 50,000 to 60,000 counts-per-minute at 26 values of approximately 40.5° and 68.3°.
The formation of Mo-O-C coatings was also reported by Kmetz (31) in his efforts to produce Mo
coatings from MHC. Kmetz reported that the Mo-O-C material could be reduced by hydrogen to
form pure Mo coatings. As a test of this method, Sample 195-36-2 was produced at 773K. The
sample had a nearly amorphous XRD spectra (Figure 11) with only one or two "peaks”. This
sample was heat treated in one atmosphere of hydrogen for 30 minutes and re-examined. The
microstructure had changed from a moderately smooth to a faceted coating (Figure 12), while the

XRD spectra (Figure 13) showed distinct peaks at 26 values corresponding to Mo.

Once this two-step process had been demonstrated, 152 meters (500 feet) of sapphire fiber was
coated with the Mo-O-C coating. This length of fiber consisted of Samples 195-60, 195-61, and
195-62. These production runs were made using a single fiber, and each required 6 to 7 hours of
processing time. Representative sections of the coated fiber are shown in Figures 14 and 15.
These figures show the approximately 4-pm thick Mo-O-C coatings at the beginning and end of
Sample 195-62. These samples have small regions were the coating has spalled away from the
fiber when it was cut for examination in the SEM. These Mo-O-C-coated fibers were heat treated
in one atmosphere of flowing hydrogen at 1273K, while passing through the reactor at

approximately 0.5 meters-per-minute (1.5 feet-per-minute). This conversion process produced
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Figure 12. Morphology of Sample 195-36-2 After Heat Treatment

adherent molybdenum coatings with some residual porosity due to the volume reduction in the

coating. The resulting coating was approximately 3-um thick.

The results of the 3-um coating runs indicated that producing the 5-pm coating in a single pass
would be impractical with the current processing conditions. As a result, it was decided to
produce the 5-pm coating in two passes, with the first Mo-O-C layer being reduced to Mo before
applying the second layer. This approach was used to avoid generating large strains in the
coating, which were thought to result from the volume decrease associated with the conversion to
Mo. The first layer was produced in Run 195-74, and stet shown in Figures 16 and 17. The
surface morphology of the coating (Figure 16) was moderately smooth, except for localized-
powdery regions, which indicates some gas-phase nucleation. A cross-section of the coating
(Figure 17) revealed that the coating was highly columnar and not fully dense, with a thickness

ranging from approximately 1 umto 3 um.
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Figure 15. Sample 195-92-4 with 4 pm Mo-O-C from end of Run
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Figure 17. Columnar Structure of Sample 195-74
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After heat treatment, the coating of Run 195-77 appeared to be nearly dense and was 1.5-um to
2- pm thick. The second Mo-O-C layer was deposited onto this heat-treated coating Run 195-79
to increase the coating thickness to 5 pm. The coating morphology and thickness changed
significantly during this run. Figure 18 shows the initial section of the coating, which had a
thickness of only a few microns, while the latter section of fiber had a very thick and non-uniform
coating (Figure 19). The end of the fiber had local- coating thicknesses of 15 pm to 20 um which
appeared to be columnar and not fully dense. The second layer of Mo-O-C was heat-treated in
Run 195-80, and an examination of the coating indicated a dendritic morphology (Figure 20)
which had pulled away from the fiber fracture surface (Figure 21). Closer examination of this
coating (Figure 22) showed that the first Mo layer appeared to be nearly dense, but the second
pass produced a dendritic coating with significant porosity. The poor quality of this coating was

disappointing, but this fiber was sent to NASA for testing and evaluation.

The poor results for the 5-pum coatings refocused our efforts onto demonstrating a higher-
deposition rate which would produce a better quality coating for the production of the 10-um
coating. In making the next test run (Sample 257-9), a remarkable change in coating rate and
structure was achieved by eliminating the 0.5 SLPM of Ar used to dilute the gases exiting from
the sublimator and by slowing the fiber speed from 0.5 meters-per-minute (1.5 feet-per-minute) to
0.25 meters-per-minute (0.8 feet-per-minute). By eliminating the 0.5 SLPM of Ar, the system
pressure dropped from 335 Pa (2.5 torr) to 133 Pa (1.0 torr), but all other parameters for Runs
257-9 and 195-79 were the same.

Figures 23 and 24 show the coating from the center of the 82 meter (270 foot) test run fiber. The
coating in these micrographs is approximately 7-um thick and has a columnar structure. The
coating is relatively smooth (Figure 23) and appears nearly dense (Figure 24). Figures 25 and 26
show the morphology and texture of the 20mm Mo-O-C coating produced at the end of the run.
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Figure 19. End of Secona Layer for 5 um Mo Coating
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Figure 21. 5 pm Mo Coating Debonded from Fiber
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Figure 23. Smooth Morphology of Sample 259-7
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Figure 25. 20 pm Coating from Sample 257-9
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Figure 26. Growth Structure of 20 pm Mo-0O-C Coating

The only observed difference in processing parameters between the middle and end sections of the

fiber was a change in the sublimator pressure from 27 Pa to 67 Pa (0.2 torr to 0.5 torr).

At this time a series of equipment problems resulted in a long delay between coating runs. Once
these problems were corrected, Run 257-20 produced a 12-pm thick Mo-0O-C coating shown in
Figure 27. The coating was applied at a temperature of 773K, a pressure of less than 133 Pa (1
Torr), and a speed of approximately 0.2 meters-per-minute. The coating appears relatively
smooth and columnar, but it had only moderate adhesion to the fiber, since it exhibited some
spalling at the fracture surface. This coated fiber was heat treated in one atmosphere of flowing
hydrogen at 1373K, using a fiber speed of 0.2 meters-per-minute, to convert the Mo-0O-C coating
to molybdenum. The reduced coating is shown in Figures 28 and 29. Figure 28 shows the
coating uniformity and improved adhesion to the fiber, as well as the porosity of the coating. The
high degree of porosity in the coating is even more obvious in Figure 29, which shows the

individual columns of Mo, approximately 15-um in length, attached to the fiber surface.
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Figure 27. 12 pm Coating from Sample 257-20

Figure 28. Porous and Adherent Mo on Sapphire
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Figure 29. Porosity in 10 pm Mo Sample

As with the thinner coatings, the volume reduction in the thicker coating, as it is reduced from
Mo-O-C to Mo, is significant; and the reactors could not be brought to a temperature high
enough to produce sintering of the Mo. This fiber was also delivered to NASA for testing and

evaluation.

With the demonstration of these improved deposition conditions, another lot of fiber,
approximately 70-meters-long, with a 5 pm coating, was produced. The Mo-O-C coating from
this Run 257-24 (Figure 30) was less columnar than previous coatings and appeared to be
approximately 7-um-thick. This coating was heat treated, as described previously, but had a
markedly different morphology after processing. The coating was very smooth (Figure 31),
appeared to be nearly dense, and had a thickness of approximately 3 pm. The coating is difficult
to see in the micrographs, but the metallic-silver color of the Mo coating was readily visible on the

entire length of fiber. This sample of fiber was also delivered to NASA for testing and evaluation.
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Figure 31. Heat Treated Coating
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3.2 CVD Functionally Gradient Material

3.2.1 Reactor Design and Installation
A major part of the FGM Task was the design and assembly of a continuous-fiber coating reactor

with a flexible delivery system for controlling the precursor distribution throughout the coating
volume. This reactor was also equipped with scrubbing and precursor-handling systems adapted
for working with volatile nickel compounds. The reactor was installed inside a walk-in hood,
which was kept at a reduced pressure compared to the rest of the lab. A schematic of the reactor
is provided in Figure 32. The reactor utilized an Inconel 600 retort, which was heated by a three-
zone resistance furnace. The fiber-winding system was installed in differentially pumped
chambers to protect both the drive system and the fiber from contamination by the reactant
streams. Two precursor-delivery lines entered through the top of the retort, and each ran the

length of the reactor. Each delivery line had a series of holes to tailor the distribution of the
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Figure 32. FGM Reactor Schematic
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precursors in the reactor. To produce the homogeneous layers on each side of the coating, the
fiber entered and exited the reactor through small tubes into which the precursors for either NiAl
or alumina were added. This precursor-delivery system was added to produce the FGM coating,
which needed an alumina layer adjacent to the sapphire fiber, an NiAl layer on the exterior of the
coating, and a smooth transition between the homogeneous layers. Each zone of the furnace was
independently controlled using a Eurotherm programmable controller, and MKS process-control
equipment was used for gas-flow and pressure control. The bubbler and sublimator temperatures
for the precursors were controlled using Omega CN9000 series controllers. All of the gases were
exhausted from the bottom of the reactor. The exhaust system consisted of a liquid-ring pump
and a venturi to draw the gases through the scrubbing system. The liquid-ring pump was filled

with an aqueous solution to neutralize any unreacted nickelocene.

3.2.2 CVD Alumina
With the deposition temperature range for NiAl expected to be 573K to 773K, aluminum

isopropoxide was selected as the alumina precursor because of its ability to deposit alumina at
similar temperatures. Aluminum isoproxide was melted in a bubbler and transported to the
reactor using argon as the carrier gas. Hydrogen was mixed with the gas stream from the bubbler,
at a Hy:Al ratio of between 5 and 20. This was done to suppress any decomposition of the
hydrocarbon by-products from the reaction. In a conventional process, excess OXygen, or water
vapor could be added to prevent carbon deposition, but excess oxygen would make the co-
deposition of NiAl difficult. Process development was carried out in a series of semi-continuous
and short continuous runs. Ina semi-continuous test, a section of fiber was held stationary in the
coating section for between 5 and 10 minutes, then the process gases were shunted around the

reactor and the fiber moved out of the reactor. Using this technique, up to 12 parameter sets

were screened in one *run".

The first set of experiments (195-08,-10, and -12) used deposition temperatures between 723K
and 773K and produced the nisland" growth morphology seen in Figure 33. This figure shows
discrete "islands" were the coating has been deposited and relatively large uncoated regions
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. between islands. This morphology is typical of low-precursor saturation and high- deposition
temperature. For Sample 195-15-4, the deposition temperature was reduced to 573K, while the
bubbler temperature was raised to 423K. These changes produced a continuous film with a
faceted morphology. A 30-minute continuous run was performed at 2 temperature of 573K and
the carrier gas flow through the sublimator was doubled to increase the transport of the aluminum
isopropoxide to the reactor. The alumina-coated fiber produced in this run was somewhat
smoother and appeared to have a continuous coating. Closer examination of the fiber showed a
coating between 1-um and 4-pm thick, with the majority being closer to 1 pm, which was
adherent to the fiber. Sample 195-18 was produced using the same conditions, and Figures 34
and 35 show a typical section of this sample. The coating is somewhat smoother than previous
samples, but it still has a moderate texture. The coating is adherent to the sapphire fiber, and it
appears to be approximately 0.5-um thick. This sample was provided to NASA-LeRC for
evaluation of the effect of a polycrystalline alumina coating on the mechanical properties of the

sapphire fiber.

Figure 33. Al,Oswith Island Growth Morphology
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Figure 35. AL O; Coating from Sample 195-18
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'3.2.3 CVD NiAl and FGM

As mentioned previously, nickelocene (Ni(CsHs); or bicyclopentadienyl nickel) and tri-isobutyl
aluminum (TIBA) were selected as precursors for NiAl. Nickelocene is a solid at room
temperature with a vapor pressure of less than 13 Pa (0.1 torr) at 298K. This slowly increases to
approximately 266 Pa (2 torr) at 373K. TIBAisa liquid at room temperature which has a vapor
pressure of 58 Pa (0.4 torr) at 298K and 2.7 KPa (20 torr) at 373K. Once the reactor had been
assembled and leak tested, transport efficiency tests were conducted for both precursors. The
nickelocene powder was loaded into a stainless steel cylinder, installed onto the reactor, and
heated to 423K. During the 45-minute test, a/H; carrier-gas flow of 1 SLPM was used to
transport the nickelocence at a sublimator pressure of 8 KPa (60 torr). By weighing the
sublimator before and after this test, and knowing the carrier gas flow, temperature, and

. sublimitor pressurer transport efficiency of just over 20 percent was calculated for the
nickeloncene. A similar experiment for the TIBA, using a H; carrier-gas flow of 1 SLPM, a
bubbler temperature of 323K, and a pressure of 23.3 KPa, yeilded a transport efficiency of
approximately 95 percent. The dramatic difference in efficiencies for the two precursors is likely

due to poor contact, or channeling, of the carrier gas in the nickelocene powder.

The first deposition test for NiAl was a 18-minute static test with each of the three zones of the
furnace at a different temperature. The goal of this test was to determine an initial temperature
for process development. Thermodynamic modeling had shown that the reaction should have
been possible at temperatures as low as 473K. All of the precursor gases were introduced at the
top of the reactor, and the furnace zones were set for 523K, 623K, and 723K from top to bottom,
respectively. Five samples were taken from this test (195-68-1 through -5) and characterized by
SEM and semi-quantitative EDS. Sample 195-68-1 was within the 523K section, while 195-68-5
was at 723K. Sample 195-68-1 (Figure 36) was at least 100-pm thick, but was very rough and
hard with numerous cracks. Semi-quantitative EDS analysis showed that it contained

approximately 88 atomic percent (a/0) Al and 12 a/o Ni.
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ple 195-68-2 with 76 a/o Al and 24 a/o Ni

Figure 37. Sam
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Sample 195-68-2 (Figure 37) was taken from the ﬁber at the transition between the 523K and
623K sections. This coating was also very rough and contained many surface cracks. It was
approximately 40-pm thick and contained approximately 76 a/o Al and 24 a/o Ni. Sample 195-
68-3 (Figure 38) was taken from the fiber approximately 3 inches into the 623K zone. The
coating was generally smoother than the first two samples, but it still contained numerous cracks
and large growth nodules. The coating was approximately 20-pm thick and consisted of
approximately 70 a/o Al and 30 a/o Ni. The coating in Sample 195-68-4 (Figure 39) was
substantially more uniform than those from the previous regions, but it had a uniform dispersion
of small nodules on the surface and was 15-pm thick. This sample contained approximately 83
a/o Al and 17 a/o Ni. The last sample from the fiber, 195-68-5 (Figure 40), was selected from the
middle of the 723K section. The coating contained approximately 70 a/o Al and 30 a/o Ni, was
only 7-pm to 10-um thick, and exhibited widly dispersed growth cones.

The thermal-gradient test revealed that the highest deposition rates were achieved at the lower
temperatures, while higher nickel contents were obtained above 623K. These results were
expected, since TIBA can be used to deposit Al at temperatures as low as 423K, and it would be
expected to deposit readily at the lower temperatures used in this trial. Also as the concentration
of TIBA decreased along the length of the reactor, less Al was deposited. This may have allowed
the slower-reacting nickelocene to become a larger contributor to the coating. A series of
isothermal experiments, which attempted to balance deposition rate (>1 pm per minute reached)
with correct composition, was begun. The first of these isothermal experiments was 195-72, from
which we examined four samples. As with 195-68, the thickest coating was produced nearest the
precursor inlet, and thickness then decreased along the length of the reactor. During this 20
minute test at 548K, the upper section of the fiber had a rough and angular coating approximately
30-pm to 40-pum thick, while the bottom third of the fiber had a generally smooth coating which
was 2-pm to 3-pm thick. The four spots (Samples 195-72-2, -3, -4, -5) along the fiber axis that
were examined by EDS had the following resp;ctive compositions: 56 a/o Al and 44 a/o Ni, 74
a/o Al and 26 a/o Ni, 52 a/o Al and 48 a/o Ni, and 69 a/o Al and 31 a/o Ni.
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Figure 38. Sample 195-68-3 Produced at 623 K

Figure 39. Sample 195-68-4 with 83 a/o Al and 17 a/o Ni
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Figure 41. Sample 195-72-4 with 52 a/o Al and 48 a/o Ni
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The coating from Sample 195-72-4, which had a hearly stoichiometric Ni: Al ratio, is shown in
Figure 41. This coating is smooth (except for the surface nodules) adherent to fiber, and has a
thickness of approximately 3-um. A short static test (195-76) was performed at a reactor
temperature of 673K. The carrier-gas flow rate through the nickelocene sublimator was increased
to 2 SLPM to increase the nickel content of the coating. This test produced a coating between 2-
pm and 3-pm thick (Figure 42) which was rough and did not appear to be fully dense. The
composition of the coating was examined in several areas and displayed nickel contents of 20 a/o
to 26 a/o. An XRD pattern was made from the as-deposited sample, and the results are shown in
Figure 43. A listing of “peaks" and proposed phase identification is provided in Table 1. As can
be seen, the intensity of the pattern is very low, but the coating was thick enough to prevent
diffraction from the sapphire fiber. Phases that were identified from this pattern included, Al:Ni,
A13N12, and Al With the excess aluminum in the coating this distribution of phases would be
expected. However this does provide evidence for the direct formation of crystalline aluminides

at low temperature using this process.

Since a higher-deposition temperature and carrier-gas flow through the nickelocene did not
increase the nickel content of the coating, the temperature was lowered to 623K to improve the
coating morphology. In Sample 195-81, the carrier gas to the nickelocene was reduced to 0.6
SLPM to prevent clogging of the delivery system, and the TIBA transport rate was dramatically
reduced (#’s). Analysis of the coating along the length of the fiber revealed that the first 15
centimeters had only 4 a/o nickel, while the balance contained between 11 a/o to 20 a/o. There
was no apparent pattern to the distribution. The highest-quality coating, approximately 45
centimeters into the hot-zone, had only 11 a/o nickel and is shown in Figure 44. This section of
the coating is approximately 0.5-um to 1.0-pm thick with scattered protrusions from the surface.
Several other sections of the fiber had cracks in the coating which produced a "dried mud”

texture. This is typical of a coating with a high-residual tensile stress.

The inconsistent level of nickel in the coatings was apparently related to the transport of the

nickelocene. Processing changes which would be expected to increase the nickel content of the
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Figure 42. 2 pm to 3 pm Coating on Sample 195-76

Table 1. Phases Present in Sample 19376

2 Theta D Phase
43.280 2.0888 ALNi
49.492 1.8402 Al3Ni
25.025 3.5554 Al;Ni;
71.300 1.3216 Al;Nip
38.576 ~2.3320 Al

47.100 1.9279 AL NI
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Figure 44. Sample 195-81 with 11 a/o Nickel
coating, such as an increased nickelocene carrier gas-flow rate and a higher-deposition
temperature, had no predictable or repeatable effect.
Despite these difficulties, several runs were made to co-deposit NiAl and alumina. Sample 195-

87 was produced by flowing argon through the aluminum isopropoxide bubbler for 4 minutes,
ending with the nickelocene and TIBA flows

of 8 KPa (60

then flowing all of the precursors for 8 minutes, and
for approximately 6 minutes. A deposition temperature of 573K and a pressure
torr) were used in this experiment. The coating produced in this run is shown in Figure 45, with
the sample taken from the middle of the fiber. The coating is columnar and did not appear to be

continuous. Analysis of the coating surface using EDS did not show the presence of nickel.

Throughout the FGM effort, nickelocene transport was an ongoing problem. The transport rate

varied significantly between experiments. This made a difficult technical task even more complex

and decreased the probability of success. After discussions with NASA, it was decided to drop

the FGM coating development and substitute batch coating of sapphire fiber with CVD nickel.
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Figure 45. Coating Produced in FGM Sample 195-87
Since nickel has a CTE higher than either NiAl or sapphire, it may act as a compensating layer in
this system. To prevent reaction between the nickel and NiAl during composite consolidation, a

reaction barrier coating of yttria was to be applied to the nickel-coated fiber using a solution

coating process.

3.3 Nickel/Yttria Coatings

3 3 1 Experimental System. During the course of this project, an independent effort to develop a

process for depositing nickel from nickel carbonyl was underway. The system used for that
project was readily adapted to batch coating of the sapphire fibers. A schematic for the CVD
system is shown in Figure 46. This reactor incorporates the required safety systems for working
with Ni(CO)s, such as special precursor containment and exhaust scrubbing systems. Transport of
the Ni(CO), was controlled using a peristaltic pump in conjunction with a digital scale. This
configuration allowed a Ni(CO), flow rate as low as 0.5 gram-per-minute (gpm). The Ni(CO).

was pumped into a vaporization chamber heated to 305K.
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Figure 46. CVD Nickel System Schematic

The other process gases were mixed with the Ni(CO)s and distributed throughout the upper
section of the reactor. The reactor consisted of a 30-centimeter long by 7.5-centimeter diameter
quartz-vacuum chamber and a 5-centimeter diameter by 25-centimeter long stainless steel
susceptor which was inductively heated. The fibers were drum-wound into tapes and suspended
from the lid of the reactor. The substrate temperature was monitored using two type-K
thermocouples placed inside the hot zone of the susceptor. The exhaust system consisted of a
thermal cracking chamber and a scrubber, which had been specially modified to neutralize
Ni(CO).. The entire processing system was contained in a walk-in hood which was maintained at
a reduced pressure compared to the main laboratory. All of the process control systems were

located outside of the walk-in hood to allow for remote operation.

The protective-Y,05 coating was applied in a batch coating process using a yttrium nitrate
hexahydrate (Y(NO3);*6H,0 or YNH)/methanol solution which contained approximately 25
weight-percent YNH. The fibers were dipped into a beaker of the solution, allowed to air dry at
ambient temperature for approximately one minute, and dried at 373K in air for one minute. The
dried coatings were calcined in air for approximately two minutes at 1273K. This process was
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repeated to produce a Y,0; coating approximately 0.5 pm thick on top of the CVD nickel

coating.

3.3.2 Yttria/Nickel Coating Development

The coating morphologies in the initial experiments were unacceptable. Generally the coatings
had very large growth cones and a non-uniform distribution along the fiber length. The initial
experiments were conducted between 423K and 473K at approximately 27.5 KPa (200 torr).
Micrographs of the structure revealed that the growth cones were separated by voids,
approximately 0.5 pm to 3 pm wide, at their base before the cones grew together. This
morphology is typical of a high-substrate temperature that produces a limited number of
nucleation sites which grow rapidly as cones until they eventually touch. During a series of
development runs the Ni(CO), flow, substrate temperature, and system pressure were
éystematically varied. These experiments showed that decreasing the substrate temperature, while

increasing the system pressure, produced a more uniform coating.

Fully dense coatings were produced by lowering the substrate temperature to 403K flowing all
process gases, except Ni(CO),, over the fibers, adjusting the substrate temperature to the selected
value, and then introducing the reactant. Using this modified procedure, the substrate
temperature only changed from 1K - 2K when the Ni(CO), was introduced. The results of a 40-
minute CVD run using this revised process is shown in Figure 47. The Ni coating is
approximately 40-um to 45-um thick with a slightly faceted surface. This morephology indicates
a slightly high deposition temperature. Lowering the deposition temperature to approximately
393K produced a much smoother coating (Figure 48). This coating is approximately 12-pm
thick, not columnar, and moderately smooth. These final parameters were used to produce 30
meters of 3-pm, 5-um, and 10-um thick nickel coatings on sapphire fiber. A typical nickel-coated
fiber, with the yttria solution coating, is shown in Figure 49. The solution coating process formed

a rough yttria layer approximately 0.5 pm thick. “The duplex-coated fibers were delivered to

NASA-LeRC for testing and evaluation.
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Figure 47. CVD Nickel Coating Produced in 40 Minutes
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4.0 CONCLUSIONS AND RECOMMENDATIONS

4.1 Conclusion
From the results of this program, the following conclusions can be drawn:
. Ni-Al compounds can be formed directly by MOCVD at

temperatures as low as 523K.

. Mo deposition is practical for the production of thick (5 pm to 10
pm) coatings on fibers using molybdenum hexacarbonyl precursor

and the two step process developed by Kmetz.

. An FGM reaction for the the NiAl-alumina system was difficult to
develop because of the potential interaction of the precursors but

may be possible with alternate nickel precursors.

. Nicke! coatings can be deposited at high rate and may provide
benefit for this or other MMC systems but the safety requirements
of working with nickel carbony! present significant capital expenses

for a production system.

. Alumina coatings can be deposited at low temperatures using
aluminum isopropoxide, and they do not degrade fiber strength in

the as-deposited condition.

4.2 Recommendations

. Additional work is needed to characterize the effects of fiber
coatings on the residual stress distribution in Al,O3/NiAl
composites, and metal-matrix composites in general, and compare

the results to the theoretical predictions. Understanding the effects
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of fiber coatings is fundamental to applying IMC and MMC to

aerospace components.

The ability to form Ni-Al coatings by MOCVD at lower
temperatures may allow the use of these materials as protective
coatings for non-superalloy materials, including aluminum, copper,
polymers, and their composites. This potential should be examined

in future efforts.

Future efforts on Ni-Al coatings should focus on the use of nickel
carbonyl. Although its use presents serious safety requirements,
nickel carbonyl offers the advantaages of simple transport and low

deposition temperature.
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5.0 FUTURE WORK

‘The Mo- and Ni-coated fiber produced in this project have been processed into NiAl composites
by NASA- LeRC. The effect of the different coating materials and coating thicknesses on the
residual stress in the composites will be investigated as part of a Doctoral research effort, which
includes comparison of the residual stress distribution predictions of an existing concentric
cylinder model to experimental measurements. The concentric cylinder model for residual stress
modeling has been provided by Dr. Steven Amold of NASA-LeRC. The residual stresses in the
composites will be measured by neutron diffraction and nanohardness measurements. The neutron
diffraction will be performed at Argonne National Laboratory (Dr. James Richardson) on the

composites, as well as NiAl matrix powder, sapphire fibers, and Al;0:/NiAl baseline composites.

Nanohardness measurements will be performed at BIRL.

RARARR

This report is based upon data contained in BIRL Laboratory Record Books 195 and 257.
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